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< Installation Purpose and Result> 

London Marriott Hotel Grosvenor Square is one of the prestigious hotels in the world, and it was built 
in 1964 and has 236 rooms.  NMR Pipetector has been fitted onto the domestic hot water system 
that is steel galvanized pipe and supplies all the hot water to the main hotel kitchens.   
For the protection of the hot water pipe work from corrosion, one NMR unit of 3 inch (PT-75DS) was 
installed onto the header pipe of the domestic hot water service that supplies the main hotel kitchens 
where the samples of water for analysis were taken from.   
Only 9 days after the installation of NMR Pipetector, the Fe content considerably decreased from 
5.28mg/l (before the installation of NMR Pipetector) to 0.033mg/l, and 35 days after the installation, 
the Fe content stayed at low of 0.032mg/l which is much lower than the British Government Standard 
for Drinking Water of 0.2mg/l.  It means that new forming of corrosion (FeO(OH)) inside of the pipe 
work was immediately terminated, and the existing corrosion was reduced to magnetite (Fe3O4) which 
is not dissolved into the water and protects the inside of the pipe from corrosion. 
 

< Installation Summary> 

Name of Building :Address 
London Marriott Hotel Grosvenor Square: 
10-13, Grosvenor Square, London W1K 6JP, England 

Building Summary 
One of the prestigious hotels in the world.   
The hotel was built in 1964 and has 236 rooms. 

Installation Place 
Header pipe of domestic hot water service that supplies the main 
hotel kitchens. 

Installation Day March 8th in 2006 

Installation Place 
Number of installed  
NMR PIPETECTOR 

3 inch header pipe of domestic hot water (SGP) 
            PT-75DS×1unit

 

Appearance of the building Header pipe of domestic hot water

Marriott 1-5(080417) 

NMR PIPETECTOR
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Marriott 2-5(080417)

Marriot Hotel Grosbenor Square
Change of Fe Content in Water(mg/l)
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29 Days After Installation 35 Days After Installation
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